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 Basic Requirements Checklist. 

 One set of the manufacturer's ‘approval document’ including: 
 

a) Specification sheets for each roof system assembly submitted for approval, 
 

b) Detailed application instructions for each product submitted for approval (include 
drawings if applicable), and 

 
c) Listing of all products, manufactured by your company used in the system. 

 

 One set of manufacturer's design drawings marked and verified by the testing laboratory. 

 Copy of contract with approved independent listing agency having unannounced follow up 
visits for compliance with section 3409.7(a) of the South Florida Building Code. 

 
The following current laboratory tests and test reports in compliance with protocol PA 301. 
 

 Liquid Applied Acrylic Roof Coating Used in Polyurethane Foamed Roofing 
Miami-Dade County Testing Standard TAS 129 

 

 White Elastomeric Roof Coating 
Miami-Dade County Testing Standard TAS 143 
 

 Coal-Tar (Cutback) Roof Coating 
Miami-Dade County Testing Standard TAS 141 
 

 Non-Fibered Roof and Foundation Coating 
Miami-Dade County Testing Standard TAS 140 
 

 White Roof Patch 
Miami-Dade County Testing Standard TAS 139 
 

 Aluminum Pigmented Emulsified Asphalt Roof Coating 
Miami-Dade County Testing Standard TAS 138 

       

 Asphalt Roof Coating (Asbestos Free) 
ASTM D4479 
 



MIAMI-DADE COUNTY, FLORIDA 
METRO-DADE FLAGLER BUILDING 

BUILDING CODE COMPLIANCE OFFICE 
 

 Emulsified Bitumen Roof Coatings 
ASTM D 2939 
 

 Asphalt Roof Cement (Asbestos Free) 
ASTM D 4586 
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